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Ernst Concrete 1 G-EFILL 12/29/2015 119.3 8.5 9.0E-05 4,400 10 40.7 115.0 0.82 63.3 113.0 0.99 12/30/2015 1/19/2016 yes yes yes 4 Steve Harvey

Spurlino 2 SM-CDF15 9/9/2015 118.2 8.3 1.3E-04 7,562 9 26.7 99.4 0.53 25.0 99.4 0.52 10/27/2015 1/24/2017 yes yes yes 1 Jeff Raussen

Cincinnati Ready Mix 3 CRM CDF-1 12/28/2015 8.0 5.9E-05 4,880 4 29.0 115.0 0.69 0.00 12/28/2015 overdue yes yes yes 2 Rick Roth

Cincinnati Ready Mix 3 CRM FF-1 11/30/2015 8.0 1.8E-05 2,500 5 24.0 119.0 0.66 0.00 12/3/2015 overdue yes yes yes 3

Hilltop Basic Resources 4 HBR-1 3/15/2016 100.7 8.0 1.3E-04 3,712 3 53.0 100.7 0.77 57.0 100.7 0.79 3/23/2016 1/24/2017 yes yes yes 5 Brett Deters

Sardinia Concrete 5 HAM-CIN-SC-CDF-2 4/22/2016 105.6 8.0 9.0E-05 3,830 9 31.0 105.6 0.63 35.0 105.6 0.67 5/4/2016 1/17/2016 yes yes yes 6 Chad Kelley

Citywide Ready Mix 6 CW-CDF-3 7/21/2016 108.8 8.0 1.1E-05 2,037 9 62.0 108.2 0.92 0.00 7/21/2016 overdue yes no yes 7 Marc Cassiere
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